STREETBOND" SURFACING SYSTEM

- THICKNESS AS REQUIRED FOR
TRAFFIC LEVELS

- COLOR, TYPE OF COATING MATERIAL
AND NUMBER OF LAYERS AS PER
SPECIFICATION

IMPRINTED ASPHALT GROUT LINE

- MINIMUM DEPTH 1/4" (6 mm)
- PATTERN AS PER SPECIFICATION

ASPHALT

BASE

SUBGRADE

1. ACTUAL BASE AND PAVEMENT LAYER THICKNESSES SHOULD BE PROPERLY DESIGNED BY A

QUALIFIED PROFESSIONAL.

- THICKNESS AS REQUIRED 2" (51 mm)
MINIMUM, TYPICAL

2. PRIMER FOR NEW ASPHALT IS NOT REQUIRED. STREETBOND"™ ADHESION PROMOTER CONCENTRATE

IS NOT TO BE USED WITH CONCRETE SUBSTRATES.

4 ek I TYPICAL PAVEMENT CROSS-SECTION FOR NEW
' SIp aSt ASPHALT (IMPRINTED)

SCALE

N.T.S.

ISSUE/ REVISION DATE

02-21-19

1000 ROCHELLE BOULEVARD - IRVING, TX 75062 2 4 -
(800) 922-8800  FAX: (469) 995-2206 ree on

Ref:

SBond - 101 - NewAsphalt - Imprinted




